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CUSTOMER NAME: JINHUA HONGSHENG CULTURAL AND CREATIVE CO.,LTD

ADDRESS: 2ND FLOOR, BUILDING 2, NO. 116, CHAOHUANG ROAD,CAOZHAI 

TOWN, JINDONG DISTRICT, JINHUA, ZHEJIANG

Sample Name : Acoustic panel

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
SGS Ref. No. : SHIN2402000320CM03

Other Ref. No. : IN-SH-CP-5627-24036

Date of Receipt : 2024-02-04

Testing Period : 2024-02-04 ~ 2024-02-19

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Ben Xue
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion

2
Formaldehyde 

Release

With reference to EN 

15102:2007+A1:2011 Section 4.2 & 

EN 12149:1997 test C, analysis was 

performed by UV-Vis

ND Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:

C003 C004
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Test Result(s): 

Test Part Description：

SN ID Sample No. SGS Sample ID Description

SN1 A3 CAN24-0025626-0001.C003 Grey board

SN2 A4 CAN24-0025626-0001.C004 Black sheet

Remarks:

(1) 1 mg/kg = 1 ppm = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected (< MDL)

(4) “-” = Not Regulated

Formaldehyde Release

Test Method: With reference to EN 15102:2007+A1:2011 Section 4.3.1 & EN 12149:1997 test A, analysis 

was performed by ICP-OES.

Test Item(s) Unit(s) MDL A3 A4

Formaldehyde Release mg/kg 20 ND ND

Requirement in EN 15102:2007+A1:2011 Section 4.2: ≤120mg/kg

Conclusion: Pass 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

********End of report********
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